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Test on Sandwich Panl

App. No. 1518/2019 -B (1/2) Date: 11\6\2019

Name of Ministry : -- ON: 22\4\2019

Applicant's Name: (easll) sl g Jiii) 4S54 | Lab NO. : 27\2019

Contract no & contractor -

Pu Sandwich Panl (5cm) thickness

Description of Sample:

Teston :

The thermal conductivity for the sample by using kemtherm QTM-D3 thermal conductivity meter at 40°
=0.02783 W/mK (at 52.8 mm thickness)
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